
CDF QT Exposure Times

     ESTIMATED BASE EXPOSURE TIMES FOR OF ULANO CDF/QT
THICK 700µm FILM*

 
 CDF/QT Thickness

Exposure Unit 700 micron**

Carbon Arc

 

30   amps 2442 secs

110 amps 667 secs

Metal Halide

 

1,000 Watts 1000 secs

2,000 Watts 500 secs

3,000 Watts 333 secs

4,000 Watts 252 secs

5,000 Watts 200 secs

7,000 Watts 142 secs

Pulsed Xenon

 

2,000 Watts 2794 secs
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